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The extent and nature of thermal fluctuations in the innovative class of cross-linked polymers called

cyclodextrin nanosponges (CDNS) are investigated, on the picosecond time scale, through elastic and

quasielastic neutron scattering experiments. Nanosponges are complex 3D polymer networks where

covalent bonds connecting different cyclodextrin (CD) units and intra- and inter-molecular hydrogen-

bond interactions cooperate to define the molecular architecture and fast dynamics of the polymer. The

study presented here aims to clarify the nature of the conformational rearrangements activated by

increasing temperature in the nanosponge polymer, and the constraints imposed by intra- and inter-

molecular hydrogen-bond patterns on the internal dynamics of the macromolecule. The results suggest

a picture, in which conformational rearrangements involving the torsion of the OH groups around the

C–O bonds dominate the internal dynamics of the polymer over the picosecond time scale. Moreover,

the estimated values of mean square displacements reveal that the motions of the hydrogen atoms in

the nanosponges are progressively hampered as the cross-linking degree of the polymer is increased.

Finally, the study of the molecular relaxations suggests a dynamical rearrangement of the hydrogen-

bond networks, which is characterized by a jump diffusion motion of the more mobile hydrogen atoms

belonging to the OH groups of the CD units. All these findings add further contribution to the rational

comprehensive view of the dynamics of these macromolecules, which may be particularly beneficial in

designing new drug-delivery systems with tuneable inclusion/release properties.
Introduction

The use of cross-linked polymers for smart applications in the
technological elds of high social impact is presently attracting
great attention.1 As a matter of fact, cross-linked polymers have
been shown to be superior in uses requiring resistance to high
temperatures and high mechanical performance.1 Polymeric
networks of molecules are considered to be a very versatile class
of materials having tailored properties at different length scales,
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and they have been proposed for use in the fast-growing elds of
drug delivery, tissue engineering, and regenerative medicine.2–4

In this framework, cyclodextrin nanosponges (CDNS) play a
relevant role in the design and development of new delivery
systems adapted to the physicochemical features of the active
species and to the therapeutic demands of pathology.5,6 In
particular, they offer interesting possibility to selectively
encapsulate and release both hydrophobic and hydrophilic
active ingredients.5–12

Nanosponges are prepared by poly-condensation between
cyclodextrins (CD), which are cyclic oligomers of amylose and
well known for their ability to form inclusion complexes with a
large variety of guest molecules,13,14 and suitable cross linking
agents (CL) such as carbonyldiimidazole (CDI),15,16 pyromellitic
anhydride (PMA)17–23 or activated derivatives of ethyl-
enediaminetetraacetic acid (EDTA).24–26 The polymerization
reaction leads to the formation of a three-dimensional network
of CD units showing both hydrophilic and hydrophobic nano-
sized cavities (Fig. 1(a)). X-ray diffraction18 and low-frequency
inelastic light17 and neutron23 scattering measurements indi-
cate that cyclodextrin nanosponges are, in the majority of cases,
completely amorphous; therefore, thorough structural charac-
terization is still an open eld of investigation.
Soft Matter, 2015, 11, 2183–2192 | 2183
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Fig. 1 (a) Schematic illustration of the synthesis of b-CDPMA1n
nanosponges using PMA as the cross-linking agent and b-CD as the
monomer. The scheme indicates the relativemole amounts of b-CD (1
mole for clarity) and PMA (three different preparations: n¼ 2, n¼ 4 and
n ¼ 8). Accordingly, three different types of CDNS are obtained. The
full acronym b-CDPMA1n thus indicates the polycondensation
process between CD and PMA, affording the corresponding nano-
sponge with starting molar ratios CD : PMA ¼ 1 : n. For clarity, the
image shows the formation of a dimer only. (b) Schematic illustration
of the effect of the increasing amount of PMA with respect to cyclo-
dextrin monomer b-CD on CDNS structure. The cross-linking degree
increases up to a maximum value, and any further excess of PMA
causes branching of the CD units rather than further cross-linking.
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These polymers are safe and biodegradable materials with
negligible toxicity on cell cultures, and they are considered to
exhibit superior inclusion ability with respect to native CD by
incorporating a large class of molecules within their
structures.5

Few types of CDNS exhibit marked swelling behaviour in the
presence of aqueous solution, giving rise to the formation of gel-
like dispersions.20–22,25–27 This ability to absorb a large amount of
water is particularly intriguing in view of the possible use of
these polymeric matrices as efficient water nano-containers.27

Moreover, the hydrogels obtained by swelling CDNS polymers
seem to be good candidates as stimuli-responsive systems for
the entrapment/release of bio-active compounds. It has been
shown that their physical state can be modied in a controlled
way22,25–27 and that they can pass progressively from a rigid gel to
a liquid suspension upon gradual increase of the hydration level
of CDNS in water.

The functional features of CDNS, such as their water holder
capacity and inclusion/release capabilities, are intimately
related to the molecular structure and conformational rear-
rangements of the chemical groups within the cross-linked
network. In this sense, a full explanation of the relationship
existing between the molecular architecture and polymer
dynamics of CDNS, and their corresponding macroscopic
physical properties is still an ambitious objective to be
reached.

In recent years, many efforts have been devoted to explore
the structural features of nanosponges over different length
scales by implementing a broad repertoire of experimental and
computational techniques. In particular, in the case of ester-
bridged CDNS,17–26 previous results indicate that a crucial
contribution to the molecular architecture and rigidity of the
2184 | Soft Matter, 2015, 11, 2183–2192
entire polymer network comes from the complex interplay
between covalent bonds and non-covalent interactions, which
are typically hydrogen-bonds (HB) that connect the CD units
within the polymer.20,23 The connectivity patterns of these
chemical–physical interactions have been explored in depth by
a detailed analysis of the vibrational dynamics of CDNS per-
formed in different frequency regimes17,19,21,24,25 and by
exploiting the different sensitivities of complementary tech-
niques such as inelastic light and neutron scattering.23 All the
experimental results clearly indicate that the polymeric
structure and the physical–chemical properties of CDNS can
be successfully modulated by varying (i) the chemical structure
of CL,17 (ii) the type of CD28 and (iii) the relative amount of
CL17,19,23,24,28 with respect to the monomer (i.e. n ¼ the molar
ratio between the cross-linking agent and CD). Among these
factors, the molar ratio n mainly inuences the degree of
reticulation of the polymer during its synthesis, as demon-
strated in our previous study.17–20,23,24,28 In these studies, an
interpretation of the effect of the increasing amount of cross
linking agent with respect to the monomer cyclodextrin on
CDNS structure was proposed (Fig. 1(b)). The cross-linking
degree of the polymer increases with increasing molar ratio n
up to a critical value, beyond which a further excess of CL
results in branching the CD units rather than graing them
together, which can reasonably be attributed to steric
crowding.

In this study, we report the results of an extensive investi-
gation on the dynamics of ester-bridged nanosponges over
picosecond temporal windows, by exploiting the potentiality of
incoherent neutron scattering. As a matter of fact, elastic (ENS)
and quasielastic (QENS) neutron scattering are among the most
powerful experimental techniques to nely estimate the extent
of the thermal uctuations due to the molecular motions and
the relaxational features in complex macromolecules. In
particular, due to the energy resolution of the neutron scat-
tering spectrometers employed in the present study, attention
will be focussed on the dynamical processes involving the
uctuation of the hydrogen-bond networks formed inside a
single CD molecule (intra-molecular HB) and among different
CD units (inter-molecular HB). The dynamics of PMA-nano-
sponges obtained by the polymerization of CD with pyromellitic
anhydride at different values of molar ratio n were investigated
as a function of temperature, and the results were compared
with the characteristic internal motions of the monomeric unit
b-cyclodextrin.

Interestingly, a general increase of the cyclodextrin OH
group mobility is observed when CD units are assembled into
the polymeric network of CDNS. Moreover, the analysis of the
elastic incoherent structure factor suggests a model of atomic
motion, which is well described by a random jump diffusion of
hydrogen atoms into the HB patterns involving the OH groups
of CD.

These results add a further contribution to the rational
comprehensive view of the fast dynamics of CD assembled into
CDNS networks and could be particularly benecial in
designing new stimuli-responsive CDNS hydrogels with tune-
able inclusion/release properties.
This journal is © The Royal Society of Chemistry 2015
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Materials and methods
A The synthesis and purication of nanosponges

Ester-bridged cyclodextrin nanosponges based on pyromellitic
anhydride were obtained by following the synthetic procedure
already described in an Italian patent, with minor
modications.29–31

In order to obtain the b-CDPMA1n polymers (for the notation
see Fig. 1(a)), the reactions of polymerization between b-CD and
the cross-linking agent pyromellitic dianhydride (PMA) at b-
CD : PMA molar ratios of 1 : n (with n ¼ 2, 4, 8) were conducted
by dissolving the reagents in dimethyl sulfoxide (DMSO) in the
presence of triethylamine and allowing them to react at room
temperature for 3 hours. Once the reaction was complete, the
obtained solid was broken up with a spatula and washed with
acetone in a Soxhlet apparatus for 24 hours. This process
ensures the complete removal of unreacted reagents and the
purication of the nal polymer product. The pale yellow solid
material was nally dried under vacuum for about 24 hours,
which is generally a sufficient time to achieve a constant weight
of the product. Aer the drying procedure, no further water is
present or can be removed. The chemical and thermal stability
of the nanosponges were previously evaluated,5 and the results
indicate that a degradation of the material is observed only at
high temperature values (>60 �C) in acidic conditions.
B Neutron scattering experiments

Quasi elastic neutron scattering experiments were performed at
Laboratoire Léon Brillouin (LLB, Saclay, France) using the time-
of-ight (TOF) spectrometer MIBEMOL.

Measurements were carried out at temperatures of 150 and
300 K using neutrons with an incident wavelength of 6 Å, with a
Q-independent experimental elastic energy resolution of 92.7
meV (dened as the full-width half-maximum, FWHM, of a
vanadium standard). The Q-range covered was from 0.49 Å�1 to
1.73 Å�1. The recorded spectra were organized into 10 groups to
improve the counting statistics. The explored energy range was
from �45 meV to about 1.4 meV. In all of the gures reported
herein, the sign of the energy transfer has been reversed for the
sake of simplicity. A standard, indium sealed, at aluminum
cell with a thickness of 0.2 mm internal spacing was used as a
sample holder. For each measurement, the sample holder was
placed at an angle of 135� with respect to the incident beam
direction. The time of data acquisition was about 8 hours. A
transmission of �96% was estimated for all the investigated
samples. The measured time-of-ight spectra were analyzed
with the QENSH data treatment program, available at LLB,
which allows, inter alia, the correction of the detector efficiency
by normalization to vanadium spectra, the correction for the
empty cell, the transformation of the TOF spectra into energy
spectra, and the data grouping to improve the corresponding
signal/noise ratio.

Elastic scattering scans were performed using a high-energy
resolution, wide momentum transfer backscattering spectrom-
eter IN13 at the Institute Laue-Langevin (ILL, Grenoble, France).
An energy resolution of 9 meV FWHM, corresponding to an
This journal is © The Royal Society of Chemistry 2015
incident neutron wavelength of 2.23 Å, was achieved in the Q
range 0.2–4.6 Å�1. A standard, indium sealed, at aluminium
cell with a thickness of 0.3 mm was used as a sample holder for
all the examined samples. The temperatures explored ranged
from 130 to 310 K, and the acquisition time varied between 1
and 2 hours depending on the type of nanosponge. The
acquired data were corrected in order to take into account the
incident ux, cell scattering, self-shielding, and detector
responses. The elastic intensity of each sample relative to a
given temperature was then normalized with respect to the
corresponding lowest measured temperature (T ¼ 20 K). A
transmission of about 90% was measured for b-CDPMA12, 88%
for b-CDPMA14 and 88.5% for b-CDPMA18. The data have not
been corrected by the multiple scattering contributions, which
is estimated to be below 10% on the elastic peak and affects all
the analysed samples in a very similar way.

C Theoretical background

In a typical neutron scattering experiment, the molecular
motions of the atoms were investigated by measuring the so-
called dynamical structure factor S(Q, E), which gives the
probability that an incident neutron is scattered by the sample
with an energy E and an exchanged momentum Q. The func-
tional dependence of S(Q, E) on E and Q provides information,
respectively, on the characteristic time scales and the geometry
of the molecular motions that contribute to the revealed signal,
respectively. The dynamical structure factor includes both
coherent and incoherent contributions, which arise from the
inter- or self-particle correlations of collective or individual
atomic motions, respectively.

However, in the case of the samples under investigation in
our experiment, the dominant contribution to the revealed
signal is due to the large amount of hydrogen atoms, which is
characterized by a very large, almost exclusively incoherent
neutron cross section.32 Therefore, the neutron scattering
experiment allows us to study the self-particle dynamics of the
hydrogen atoms, which can be considered as a probe of the
thermal uctuations of the whole molecule.33–36

In the incoherent approximation, the intensity of scattered
neutrons can be written, at a given temperature T, as:

S(Q, E) ¼ e�2W(Q,T){A0(Q)d(u) + [1 � A0(Q)]SQE(Q, u)

+ SINEL(Q, u)}5R(Q, u) (1)

The term A0(Q)d(u) in eqn (1) represents the elastic response
of the system due to those scattering events, which do not
involve changes in energy, whereas the function SQE(Q, u) is the
quasielastic scattering contribution, which gives information
about the diffusive and relaxational motions of the system.
Finally, the term SINEL(Q, u) represents the inelastic scattering
portion of the spectra, which is usually much less intense than
the quasielastic contribution, and is modelled with a at
background. All the internal motions are convoluted with the
experimental resolution function R(Q, u).

1. Analysis of the elastic intensities. The term e�2W(Q,T),
which appears in eqn (1) is the so-called Debye–Waller factor,
describing the Q-dependence of the elastic intensity due to the
Soft Matter, 2015, 11, 2183–2192 | 2185
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vibrational atomic mean-square displacement (MSD) hu2i. In
the Gaussian approximation this factor can be written as
e�2W(Q,T) ¼ e�hu2iQ2

.†
The energy dependence of the elastic signal is described by a

delta function (d(u)), whereas the modulation as a function of Q
is provided by the elastic incoherent structure factor (EISF)
A0(Q), which is the space-Fourier transform of the scatterers
distributions taken at innite time, and averaged over all the
possible initial positions. The Q-behaviour of the factor A0(Q)
provides information on the geometry and the types of motions
of the scattering centres. As we will see below, the measured
elastic intensity shows a non-Gaussian Q-dependence, which is
more and more visible as the temperature increases, whereas
the quasielastic linewidths display a Q-independent trend. This
behaviour suggests that the neutron scattering signal originates
from anharmonic dynamics, which possibly involves random
jump conned motions. A quite reasonable model to describe
these dynamical features is the so-called double-well model,38

extensively applied to picosecond proton dynamics in several
types of disordered systems.39,40 It provides an over-simplied
description of the energy landscape by taking into account the
deviation of the elastic intensity from the Gaussian behaviour.
In spite of this approximation, one can obtain, as explained in
the following, a quantitative estimation of the mean square
displacements. In this framework, the protons are considered
dynamically equivalent, and their motions are schematized as
jumps between two distinct sites with a free energy difference
DG.

On the basis of the double-well jump model, the corre-
sponding EISF can be written as:41

A0ðQÞ ¼ 1� 2p1p2

�
1� sin Qd

Qd

�
(2)

where p1 and p2 ¼ (1 � p1) are the occupation probabilities of
the ground and the excited state, respectively, and d denes the
spatial distance between the two potential wells.

In the harmonic approximation, the temperature-depen-
dence of hu2i in the Debye–Waller factor can be described by
using the Einstein model of independent quantized
oscillators:34

�
u2
� ¼ ħu

2K
coth

�
ħu

2KBT

�
� �

u2
�
0

(3)

where K and u represent the average force eld constant and the
average frequency of the set of the oscillators, respectively;
accordingly, the relationship hu2i0 ¼ h-u=2K provides the zero-
point mean square displacements.

However, since the measured elastic intensity has been
normalized with respect to the lowest temperature (as indicated
below), the zero-point mean square displacements have been
subtracted in the right side of eqn (3).

Finally, a quantitative measurement of the average hydrogen
mobility is given by the total MSD hu2itot, which can be derived
† Actually, the latter expression and the relationship for the double-well model
mean square displacements describe one dimensional system motions. To pass
to a 3D system one has to multiply the resulting MSD values by a factor of 3.

2186 | Soft Matter, 2015, 11, 2183–2192
from eqn (1), with A0(Q) given by eqn (2) and hu2i given by eqn
(3), through the relationship:37

�
u2
�
tot

¼
"
d ln SðQ;Ez 0Þ

dðQ2Þ

#
Q¼0

¼ �
u2
�þ 1

3
p1p2d

2 ¼ �
u2
�þ �

u2
�
c

(4)

In the above equation, hu2i is the aforementioned harmonic

vibrational MSD term, whereas
1
3
p1p2d2 ¼ hu2ic represents the

conformational contribution to the total MSD,40 which
describes the proton mobility due to jumping between the two
energetic sites.

2. Analysis of the quasielastic contribution. Due to the
complexity of the structure of the systems under investigation,
many different types of motions can give rise to the quasielastic
signal SQE(Q, u) in eqn (1). Moreover, the movements of the
highly diversied molecular subunits produce quite different
quasielastic contributions. Furthermore, even identical
subunits may experience different local environments and thus
move in different ways. For these reasons, it is therefore very
difficult to nd an exact theoretical function to describe the
quasielastic signal.

It is thus more useful to model the term SQE(Q, u) through a
phenomenological function described as a sum of Lorentzians
curves:42,43

½1� A0ðQÞ�SQEðQ;uÞ ¼
X
n

QISFnðQÞLnðsn;uÞ (5)

where Ln(sn, u) is the n-th Lorentzian function, sn is its FWHM,
the inverse of which provides an estimate of the characteristic
time scale of the corresponding motion, and QISFn(Q) is the
quasielastic incoherent structure factor, which provides the
energy integral of the n-th quasielastic component and quan-
ties the degree of activity of the relevant motion. As a matter of
fact, the dynamical heterogeneity of the hydrogen atoms in the
system gives rise to a variety of quasielastic components in the
spectra, and every Lorentzian function represents, rather than a
single type of movement, a broad, almost continuous distribu-
tion of motions, each characterized by its own correlation time
and related linewidth. Thus, in this context, it should be
regarded as an “effective” linewidth, which should be consid-
ered as a quantitative measure of the activated dynamical
processes.
Results and discussion
A Conformational mobility of OH groups

In Fig. 2(a) and (b), the incoherent elastic neutron scattering
intensities measured for b-CDPMA12 and b-CDPMA14 nano-
sponges are shown, as a function of Q2, at three different values
of temperature T. The experimental proles are reported aer
the usual standard corrections and normalization (see Mate-
rials and Methods section).

The logarithmic scale in Fig. 2 allows us to point out that the
experimental elastic intensities exhibit a Q2 dependence that
This journal is © The Royal Society of Chemistry 2015
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Fig. 2 Normalized incoherent elastic intensities as a function ofQ2 for
(a) b-CDPMA12 and (b) b-CDPMA14 nanosponges at three different
temperatures. Experimental data (open symbols) are reported along
with the fit (dashed line) according to eqn (6) (see text for details). The
blue lines highlight the change of slope typical of non-Gaussian
behaviour. The error bars (less than 15%) are not reported for the sake
of clarity.

Fig. 3 Total mean square displacements hu2itot as a function of
temperature T for b-CDPMA1n nanosponges (n¼ 2, 4 and 8) and b-CD
[data from ref. 46].
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tends to slightly depart from the Gaussian-like behaviour of the
Debye–Waller factor. This effect, which becomes more and
more pronounced as the temperature increases, has previously
been observed in other systems such as hydrated protein
powders44,45 and cyclodextrin inclusion complexes.46 In these
systems, the departure from the Gaussian dependence has been
interpreted as originating from anharmonic motions, involving
the re-orientational dynamics of small molecular groups, and
described in terms of the double-well model.38 We may expect
that a similar dynamical activation can be the basis of the
behaviour found in the present systems, due to the signicant
contribution from the re-orientations of OH groups belonging
to both cyclodextrin and the cross-linking agent. This is why we
chose to describe the experimental elastic intensities by using
the double-well model,38,41,44,46 according to the equation:

S(Q, u z 0) f e�hu2iGQ2

[A0(Q)d(u)]5R(Q, u) (6)

where A0(Q) and hu2iG are given by eqn (2) and (3), respectively.
Eqn (6) provides an excellent t to the data, as shown in

Fig. 2, with a jump distance d equal to 1.7 � 0.2 Å for all the
analysed samples of nanosponges, which are independent of
temperature.

Since the measured elastic intensity reects the dynamical
contribution of the motions of atoms of CDNS that are acces-
sible in the experimental energy andmomentum transfer range,
the double-well jump model may provide only an average
description of the internal dynamics of the polymers. In this
context, our experimental data seem to suggest the existence of
This journal is © The Royal Society of Chemistry 2015
hydrogen atom motions, which are characterized by a spatial
distance, d. This internal dynamic may be related to the reor-
ientational degrees of freedom, involving the hydrogen atoms of
the several OH groups present in the polymeric framework,
which easily undergo conformational rearrangements due to
the torsion around the C–(OH) chemical bonds.

As a matter of fact, the value of the d parameter is consistent
with the characteristic distance explored by the hydrogen atoms
of the OH groups during their reorientational motions. The
temperature independence of this parameter also suggests that
as the temperature increases, the extent of these torsional
motions stays the same, whereas the number of mobile OH
groups progressively increases as can be witnessed from the
trend of the MSD shown in the next section. We can speculate
that the increasing mobility on increasing the temperature and
decreasing the cross-linking degree could be related to
improved effectiveness for particular purposes such as the
inclusion of small molecules.
B Effect of hydrogen-bonds on internal polymer dynamics

As previously specied, quantitative information on the average
proton dynamics of the system can be provided from the
temperature-behaviour of the total mean square displacements
hu2itot. The total MSD as obtained from eqn (4) (upper part) for
the three different types of examined b-CDPMA1n nanosponges
and for pure b-CD46 are reported in Fig. 3 as a function of
temperature.

It is noteworthy that over the whole range of temperatures
explored, the proton mobility of the nanosponges is signi-
cantly higher than that of the monomeric unit b-CD. As we
expect that a large contribution to the measured MSD comes
from the OH groups of the cyclodextrins, this nding strongly
suggests that the assembly of CD units into the polymeric
network of CDNS gives rise to a general increase of the OH
group degrees of freedom. To explain this effect, a picture can
be proposed where the average mobility at a local level is
increased due to the perturbation of the strongly inter-
connected intra-molecular hydrogen-bond (HB) network,
Soft Matter, 2015, 11, 2183–2192 | 2187
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involving the 2- and 3-OH groups around the bottom rim of the
cyclodextrin, as a result of the distortions of the CD macro-ring
brought about by the polymerization process. This interpreta-
tion is consistent with the nding previously reported by 13C CP-
MAS NMR spectroscopy16 that the primary OH groups of CD are
the principal reactive sites for the ester formation, thus leaving
majority of the OH groups at position 2 and 3 of the glucose
units unreacted.

The ndings described above can be related to the results
of the inspection of the vibrational band observed in the IR
spectra of CDNS in the high-wavenumber region, and
assigned to the stretching modes of the OH groups of the
polymer.19 The analysis of the spectral features of this
complex band gives important information on the connec-
tivity pattern of the HB network of the system. Recent IR
measurements performed on CDNS in a dry state19 evidenced
a disruption of the intra-molecular H-bond network at the
larger rim of the CD units, which was related to the increased
steric hindrance of the entire system with the growing cross-
linking degree of the nanosponges. This effect on the OH
group populations of the polymeric matrix was found to be
largely dependent on the chemical nature of the cross-linker
as shown by the analysis of the vibrational spectra of the CDI-
based nanosponges.15

As a general trend, the mobility increase of the hydrogen
atoms is observed for all three types of b-CDPMA1n nano-
sponges with increasing temperature (Fig. 3). This nding
seems to be consistent with our previous IR measurements,15,19

which give evidence of a characteristic destructuring effect on
the HB scheme in CDNS when the temperature of the polymer
increases.

The comparison between the temperature-behaviour
exhibited by the total MSD for the monomeric unit b-CD46 and
the nanosponge polymers (Fig. 3) deserves some specic
comments. The trend shown by the hu2itot of b-CDPMA12
nanosponges looks similar to that observed for pure b-CD,
whereas the temperature-dependence of MSD seems to change
when passing from n ¼ 2 to 8. This behaviour suggests that the
polymeric systems become less temperature-responsive as the
molar ratio n increases, which is in agreement with the
increasing constraint experienced by the OH groups in the
nanosponge network. This nding also appears to be of
particular interest in view of the potential applications of
nanosponges as stimuli-responsive systems.
Table 1 Values of rigidity b obtained for b-CDPMA1n nanosponges
(n ¼ 2, 4 and 8) and pure b-CD

Type of nanosponge b (N m�1)

b-CDPMA12 0.96 � 0.02
b-CDPMA14 1.02 � 0.02
b-CDPMA18 1.12 � 0.02
b-CD 0.70 � 0.03
C Mobility versus elastic constants

The values of MSD reported in Fig. 3 also point to a general
hindering of the proton mobility of CDNS as the molar ratio n
increases from 2 to 8. This result suggests that the parameter n
strongly affects the internal polymer dynamics of CDNS on the
picosecond time scale.

The behaviour found for MSD is fully consistent with the
attenuation of the intensity of the vibrational modes of the
CDNS polymer, which is observed in the inelastic neutron scat-
tering spectra.23 The vibrational density of states estimated for
b-CDPMA1n nanosponges shows that the hydrogen atoms tend
2188 | Soft Matter, 2015, 11, 2183–2192
to exhibit vibrational motions of smaller amplitude when they
are inserted in a more interconnected pattern of cross-links.

Amore quantitative description of this effect can be provided
by the estimation of the average rigidity of the samples in the
high-temperature regime, where large structural uctuations
take place and the systems become less and less stable. It may
be argued that, as the systems approach the instability region,
the double-well method would lose its validity as the atoms will
tend to explore most of the conformational space accessible to
them. In this approximation, we can consider that in the high-T
range, and the energy landscape accessible to the hydrogen
atoms will resemble a conning harmonic potential well:40

VðrÞ ¼ br2
�
2 (7)

This approximation holds, provided that the experimental
time-window is quite large, in such a way that the atoms have
the time to explore the conformational landscape. Moreover, we
are condent that eqn (7) may be applied for temperatures such
that p2=p1 $ 0:5, i.e. above 280 K, where the conformational
landscape is rather homogeneously populated. Under these
conditions, the congurational mean square displacements
hu2ic can be described by the relation:41�

u2
�
c
¼ KBT=3b (8)

where the parameter b provides a quantitative estimation of the
rigidity of the polymer network.

It is noteworthy that a similar approach has already been
exploited to describe the dynamic features of proteins in terms
of an effective force constant.47,48

The t of the experimental hu2ic performed by using eqn (8)
in the high-T range allows us to obtain a direct measurement of
b for the three different samples of nanosponges under inves-
tigation, as reported in Table 1.

The stiffness of nanosponges, as quantied by the b
parameter, increases from n¼ 2 to n¼ 8. This estimation of the
average rigidity of CDNS polymers can be related to the quali-
tative evolution of the low-frequency vibrational modes
observed in the inelastic light17,18,24,28 and neutron scattering23

spectra of nanosponges. In previous studies, the modications
revealed in the frequency position of the Boson peak (BP) for
different types of CDNS and as a function of molar ratio n were
found to be consistent with the trend observed for the Brillouin
sound velocity measured on the same samples.17 We remark
that both the BP and Brillouin peaks are spectroscopic features
related to the transformation of the elastic constants of the
material, the former on a mesoscopic length-scale and the latter
This journal is © The Royal Society of Chemistry 2015
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on a wider scale, extending up to hundreds of nanometers. The
analysis of the inelastic light and neutron spectra of PMA-
nanosponges17,23 clearly shows that the BP shis toward higher
wavenumbers when the parameter n changes from 2 to 8. This
behaviour was explained by considering a general increase of
the average rigidity (stiffness) of the CDNS polymer matrix,
which is in full agreement with the estimated values of the
parameter b reported in Table 1.

These results strongly conrm the hypothesis that the extent
of the covalent network, which is controlled by the cross-linking
agent/cyclodextrinmolar ratio n, induces a general modication
of the elastic properties of nanosponge polymers.

This nding appears to be of particular interest given that
the functional properties of CDNS, such as their swelling ability
and inclusion/release performances, are expected to be strongly
affected by the rigidity of the three-dimensional polymeric
matrix.
D Relaxational dynamics: reorganization of HB network

Further information on the polymer dynamics of CDNS can be
obtained by the analysis of the relaxational processes of the
system as provided by quasielastic neutron scattering signals.

No quasielastic contribution has been revealed for all the
investigated nanosponge polymers at T ¼ 150 K, while at T ¼
300 K the quasielastic signal can be immediately recognized in
the experimental proles of Fig. 4 as a broadening of the elastic
peak.

The presence of the quasielastic contribution in the spectra
of nanosponges suggests the existence of internal dynamics
that can be related to the relaxation of the hydrogen-bond
pattern involving the OH groups of the CD units49 in the poly-
mer network of CDNS.

By inspection of the spectra in Fig. 4, it can be seen that the
intensity of the quasielastic wings seems to decrease on
passing from the n ¼ 2 to the n ¼ 4, 8 values. The same
Fig. 4 Lin–log plot of the normalized quasi elastic neutron scattering
spectra of b-CDPMA1n nanosponges (n¼ 2, 4 and 8) at T¼ 300 K. The
profiles have been obtained by integrating the quasielastic intensities
over the entire angular range. Symbols: experimental data; continuous
line: elastic peak. The error bars (less than 10%) are not reported for the
sake of clarity.

This journal is © The Royal Society of Chemistry 2015
qualitative behaviour was observed in the low-frequency
Raman spectra of nanosponges,24,28 where the quasielastic
contribution to the total experimental proles varies passing
from its maximum intensity at n¼ 2 to the minimum intensity
for high values of n. This trend is also consistent with the
spectral modications of BP observed in the inelastic light
and neutron scattering spectra,17,23,24,28 and with the estima-
tion of the rigidity of the polymer matrix of CDNS reported in
Table 1.

The trend shown in Fig. 4 could be due to either the nar-
rowing of the quasielastic contribution (i.e. slower character-
istic time) or the decrease of the quasielastic intensity (i.e. fewer
mobile groups) on increasing the cross-linking molar ratio. To
differentiate between these alternative situations, and to obtain
quantitative information we analysed the spectra by the model
described in the “Theoretical background” section. The exper-
imental quasielastic signal can be well described as a sum of
Lorentzian functions convoluted with the instrumental resolu-
tion function.

In particular, the spectra of CDNS have been adequately
reproduced using only one Lorentzian component, L(s, u) with
linewidth s, describing the sub-meV broadening of the elastic
peak and a at background.49 In Fig. 5, a typical example of the
best tting procedure of SQE(Q, u) is shown for b-CDPMA12 at
two different values of exchanged momentum Q.

The Q-dependence of the line width s of the Lorentzian
function used to reproduce the quasielastic signal gives infor-
mation on the dynamic of the atoms inside the volume explored
by the moving protons.
Fig. 5 Typical example of the best fitting results for the quasielastic
neutron intensity of b-CDPMA12 at Q ¼ 0.8 Å�1 (a) and Q ¼ 1.59 Å�1

(b). Symbols: experimental data; continuous magenta: Lorentzian
component, dashed blue line: resolution. The error bars are not
reported for the sake of clarity.

Soft Matter, 2015, 11, 2183–2192 | 2189
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Fig. 6 Linewidth (FWHM) s of the Lorentzian contribution of quasie-
lastic neutron scattering as a function of Q for b-CDPMA1n nano-
sponges (n ¼ 2, 4 and 8) at T ¼ 300 K.

Table 2 Estimated values of the fraction of immobile atoms f and
distance d as obtained by the fit of elastic incoherent structure factor
with eqn (2) for b-CDPMA1n nanosponges (n ¼ 2, 4 and 8)

Type of nanosponge f d (Å)

b-CDPMA12 0.768 � 0.04 2.9 � 0.03
b-CDPMA14 0.840 � 0.04 2.6 � 0.02
b-CDPMA18 0.861 � 0.04 2.9 � 0.03
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In Fig. 6, the line widths obtained by the tting procedure of
the experimental quasielastic contribution are reported as a
function of Q for b-CDPMA1n nanosponges.

The characteristic time of the motions, which give rise to the
quasi-elastic signal is found to be quite similar for all the three
types of examined polymers and it is about 7.3 ps.

The independence on Q of the half-width of L(s, u) (see
Fig. 6) suggests that the hydrogen atoms of the polymer network
of nanosponges explore a nite volume, i.e. their dynamics are
conned.49,50 Indeed, this signature of a conned motion holds
in the experimental accessible timescale that is estimated as the
inverse of the energy resolution, corresponding to about 15 ps.
In fact, a more detailed treatment of conned motions,
accounting also for the dynamical behaviour over a longer
timescale may even give rise to Q-dependent splitting.51

More detailed information on the geometry of the proton
motions of the system is provided by the calculated elastic
incoherent structure factor A0(Q), which shows a different Q-
behaviour for the three b-CDPMA1n nanosponges as shown in
Fig. 7.
Fig. 7 Q-dependence of A0(Q) for b-CDPMA1n nanosponges (n¼ 2, 4
and 8) at T ¼ 300 K. The error bars (less than 5%) are not reported for
the sake of clarity.

2190 | Soft Matter, 2015, 11, 2183–2192
In order to obtain more quantitative details on the dynamics
of the three different samples of nanosponges, the experimental
proles of A0(Q) can be well described using the same double-
well jump model previously adopted for the analysis of elastic
intensities (eqn (2)).

Consistently with the Q-independent behaviour of the line-
widths s, we assume that most of the diffusing hydrogen atoms
belong to the OH groups of CD, and that they can perform a
random jump diffusion motion between two sites separated by
the characteristic distance d. Based on these assumptions, the
elastic incoherent structure factor A0(Q) can be well reproduced
by using eqn (2), as shown in Fig. 7 for the three different types
of examined nanosponges.

The tting procedure of A0(Q) provides the estimation of the
parameter f ¼ 1 � 4p1p2, which represents the fraction of atoms
that move too slowly to be resolved in the experiment.

The values obtained for the “immobile” atoms f are reported
in Table 2 along with those found for the characteristic distance
d between the sites, among which the mobile hydrogens diffuse
by random jump (Table 2).

The increase of the fraction f of immobile hydrogens in
CDNS at high values of the parameter n is fully consistent with
the hypothesis that the molecular dynamics of nanosponges are
mainly driven by the motion of the hydrogen atoms belonging
to the OH groups of CD. As a matter of fact, these groups are
expected to be those involved in the polymerization reaction
with the cross-linking agent during the formation of the CD
polymer network.

The characteristic distance of the jump diffusion motion is
found to be quite similar for all the b-CDPMA1n nanosponges,
and corresponds to an average value of 2.8 Å. This estimated
value is consistent with the diffusion by jump motion from one
OH group to another over the hydrogen-bond pattern estab-
lished inside the polymer network of the nanosponge.
Conclusions

The thermal uctuations occurring in an innovative class of
chemically cross-linked polymers of cyclodextrins have been
investigated, on the picosecond timescale, through elastic and
quasi elastic neutron scattering experiments. A comparative
assessment of the fast molecular dynamics of hydrogen atoms
in CD-polymers and in the single monomeric unit b-cyclodex-
trin has been performed with the aim of understanding the
balance between covalent bonds and hydrogen-bonds in
dening the molecular architecture and rigidity of the whole
polymer network.
This journal is © The Royal Society of Chemistry 2015
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As a main result, the extent of the thermal uctuations in the
nanosponges were found to be noticeably broader than those
estimated in cyclodextrin alone, revealing the establishment, in
the polymer, of a characteristic inter-molecular HB network at
the expense of the more strongly interconnected intra-molec-
ular HB formed among the OH groups on the rims of the
macrocycle.

This nding along with the description of the molecular
diffusion dynamics in the polymer network provided by the
analysis of the elastic incoherent structure factor, suggests a
picture, in which the jump diffusion motion of more mobile
hydrogen atoms over the hydrogen-bond network of nano-
sponges dominates the dynamics of the system over the pico-
second temporal window.

Finally, the molecular rigidity of CDNS related to the
hampering of the picosecond time scale dynamics can be of
great interest in order to optimize the design and synthesis of
cyclodextrin-based polymers with tuneable inclusion/release
properties for specic technological applications.
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